ELILOERS FOR

FAM CL HA&TE REVIEW PROJECT MATERIALS 60,099

SECTION CATEGORY MATERIAL JRCE R
(kg C0.e)
CONTINUOUS CONCRETE FOOTINGS Concrete - 2501-3000 pei, Standard mix / NRMCA [Industry Avg | LS & CA] 456
s REBAR FOR CONTINUOUS FOOTINGS Rebar [ Concrete Reinforcing Steel Institute [Industry Avg | W_America] / #3 15
< HELICAL PIERS Helical pier f Generic / 3" Nominal Pipe, 3.5 x 3/16" (89 x 5.5 mm), 10" Helix, Sched 40 1.128
= Galvanized steel [Industry Avg] '
Z D
9 E; SUB-SLAB INSULATION Mineral wool board ¢ Rockwool / Comfortboard 80/ R 4.2/inch m
-
8 I: STRUCTURAL TIMBER Glued Laminated Timber (Glulam) / AWG & CWE [Industry Avg | US & CAJ 617
|
[TT 4 LIGHT WOOD FRAME WALLS Wood / SPF / 2x4 Lumber / AWC & CWC [Industry Avg | US & CA] 163
(72}
+
EI E STRUCTURAL SHEATHING Gypsum panels - glass mat / 5/8" Type X / Gypsum Association [Industry Avg | M.America] 620
o LW
5 o CAVITY INSULATION Mineral wool batt / Rockwool / ComfortBatt R24 (5.5 / R 4.4finch 642
= O
g % CONTINUOUS INSULATION Mineral wool board / Rockwoaol / Rockboard 60 / R 4.3/inch 1,118
- (&) CMU - Normal weight / 8* Mormal weight blocks / 390 x 190 x 190 mm / CCMPA [Industry i
oc E COMCRETE MASOMNRY UNIT (CMU) WALLS fvg | CA] .ﬁi‘lﬂ
g g COMNCRETE FILL FOR CMU WALL Concrete - 2501-3000 pei, 20-29% Fly Ash / NRMCA [Industry Avg | US & CA] m 0 g
wn = < =
LAMINATED TIMBER FLOOR PANELS Dowel Laminated Timber / StructureCraft / DowelLam [ 3-1/2° 230 = =
Z n <
— [N |
> Roof WATERPRODEING MEMBRANE %85 Modified Bitumen Roofing / ARMA | Incledes: CertginTeed, Firestone, GAF, Henry, K0, 931 g 2
Johns Manszville, Malarkey, Siplast, Soprema / n ‘2
Roof CONTINUOUS ROOF INSULATION Mineral wool board / Rockwoaol / Comfortboard 80 / R 4.2/inch 3,240 ,]
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CLIMATE
eon REVIEW PROJECT MATERIALS 1

SECTION CATEGORY MATERIAL

CONTINUOUS CONCRETE FOOTINGS Concrete - 2501-3000 psi, Standard mix / NRMCA [Industry Avg | US & CA]

NET EMISSIONS

44,927

(kg CO.2)

2,083

INSULATION

Concrete - 2501-3000 psi, Standard mix / MRMCA [Industry Avg | US & CA]

CONCRETE COLUMM FOOTINGS, PADS & PIERS

COMCRETE SLABS Concrete - 2501-3000 psi, Standard mix / NRMCA [Industry Avg | US & CA]

10,741

Johns Mansville, Malarkey, Siplast, Soprema /

REBAR FOR CONTINUOUS FOOTINGS Rebar / Concrete Reinforcing Steel Institute [Industry Avg | N.America] / #3 50
-
<L REINFORCING MESH FOR SLAB Welded wire mesh [ Serfas / 67 x 6" x 6/60 / Norway 102
€ o
E [TT] SUB-SLAB INSULATION %PS foam board / DuPont / Styrofoam / Reduced GWP / R 5.6/inch
< =
E ‘f STRUCTURAL STEEL - WIDE FLANGE BEAMS Structural Steel [ Wide Flange / W360x57 (US W14x38) / AISC [Industry Avg | US]
-
< E LIGHT STEEL FRAME WALLS Steel studs - Mon-loadbearing / Scafco / 362V5125-18, 20EQ gauge
Z W
(@] 5 STRUCTURAL SHEATHING Gypsum panels - glass mat / 5/8" Type X / Gypsum Association [Industry Avg | N.America] 629
= =z 7 ;
a— Spray polyurethene foam - Closed Cell (HFC gas) / R 6.8/inch / SPFA [Industry Avg | US &
2 8 CAVITY INSULATION cal 10,631
E CONCRETE MASONRY UNIT (CMU) WALLS i:'lgul -Ch'cl"c]:rmnl weight / 8" Mormal weight blocks / 390 x 190 x 190 mm / CCMPA [Industry 25,889
COMCRETE FILL FOR CMU WALL Concrete - 2501-3000 psi, 20-29% Fiy Ash / NRMCA [Industry Avg | US & CA] 48,427
e e N R
CEILING FINISHES Drywall 5/8" Type X / Gypsum Association [Industry Avg | US & CA) 608
: : — - - :
WATERPROOFING MEMBRANE 5B5 Modified Bitumen Roofing / ARMA [ Includes: CertainTeed, Firestone, GAF, Henry, 10, 931

CONTINUOUS ROOF INSULATION ¥PS foam board / DuPont [ Styrofoam / Reduced GWP / R 5.6/inch

23,975

INSULATION

FOOTINGS




